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TEST REPORT

This Laboratory is accredited by the National Association of Testing Authorities, Australia, for:
-Chemical Testing of Textiles & Related Products                 :      Accreditation No.      983
-Mechanical Testing of Textiles & Related Products               :      Accreditation No.      985
-Heat & Temperature Measurement                                  :      Accreditation No.     1356

This document is issued in accordance with NATA's accreditation requirements. Samples, and their
identifying descriptions have been provided by the client unless otherwise stated. AWTA Ltd makes no
warranty, implied or otherwise, as to the source of the tested samples. The above test results relate only to the
sample or samples tested. This document shall not be reproduced except in full and shall be rendered void if
ammended or altered. This document, the names AWTA Product Testing and AWTA Ltd may be used in
advertising providing the content and format of the advertisement have been approved in advance by the
Managing Director of AWTA Ltd.
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CLIENT :  CLICKCORP                                         TEST NUMBER  : 7-566131-MV
          38-40 BUCKLAND STREET                             ISSUE DATE   : 01/05/2009
          CLAYTON VIC 3168                                  PRINT DATE   : 01/05/2009

SAMPLE DESCRIPTION  Synthetic soled, sheepskin upper UGG Boot
                    Nominal composition: 100% Sheepskin
                    Colour: Brown

  AS 2001.7-2005       Analysis of Fibres
  SECTION:  2

                                          Specimen    1       2      Mean
                      Sheepskin                     100.0   100.0   100.0   %

                      Clean oven dried basis
                      Pretreatment with 0.1% detergent solution conducted

                      Note: Surface fibre and skin included in final result
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